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[R05] 
Cadmium Orange
Cadmium Orange (PO 20)
14.3% PVC
{cadmium orange}
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[W03] 
Titanium White (i)
Titanium Dioxide (PW 6)
22.8% PVC
{titanium dioxide white}


